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Test ltems LM-331K Test Method q%:-'l‘i Characteristic
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Worked Penetration (25°C) 2607320 ASTM D 217 TAFEFRE: —40°C ~ 150°C
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Dropping Point (°C) 175 ASTM D 566 FZERAD Main Ingredients
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Copper strip corrosion 1a ASTM D 4048 - AR
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Oil Separation (wt%) 0.34 ASTM D 6184
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1kg/Can 15kg/Pail 180kg/Drum
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